Camin Cargo Control
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Camin Cargo Control de México Coatzacoalcos S.A. de C.V.
Inspeccion de Cargas Peritajes  Consultorias Andlisis de Laboratorio
Carretera Coatza-Villahermosa KM. 4.0, Col. Centro, C.P. 96400, Apartado Postal No. 71, Tel. 01(921)2111510.
R.F.C.: CCC-940117-7D2 Coatzacoalcos, Ver, Méx.

REPORT OF QUALITY

Instalation: MIGUEL HIDALGO I
Port / Terminal: Salina Cruz, Oaxaca
Date: October 07th, 2019
Product: Fuel Oil
Sec. Econ No.Reg: L030003

Order: CCC-19-735
Report No.: CTZ-19-392
Clients: CFEnergia
Client Ref. No.: SCZ-1910-01
Customer (s) Address: Paseo de la Reforma 412, Piso 6.
Cuautémoc, 06600. CDMX,
México.

Source of Sample :
Sample Taken (Date & Time) :

Ship Tank Composite
October 05th, 2019 @ 22:10 hrs to October 06th, 2019 @ 03:30 hrs

Sample Reception (Date & Time) :
Analyzed Sample (Date & Time) :

Sampling Place:
Analysis Place:
Sampled by :

October 06th, 2019 @ 19:05 hrs
October 06th, 2019 @ 19:10 hrs to October 07th, 2019 @ 00:20 hrs.
Salina Cruz, Oaxaca
Laboratorio CCC,Coatzacoalcos, México.
Personal de CCC, Area, Operaciones.

Analysis for the evaluation of the conformity of NOM-016-CRE-2016, specifications of the quality of petroleum products.

Laboratory

parameters for Fuel Qil.

No.

Method

Test

Sample Id.

Description

Result

Especification

Unit

No. Seal

Min Max

1 1 ASTM D 1298- 12b(2017) API Gravity 8.1 To Report °API
2 1 ASTM D 1298- 12b(2017) Specific Gravity at 20/4°C by tables 1.0106 To Report -
3 1 ASTM D 445- 18 Kinematic Viscosity at 50°C 1027 150.0 1166 mm2/s
4 1 ASTM D 4294- 16el Total Sulphur 4.23 - 4.4 % mass
5 1 ASTM D 93- 18 Proced. B Flash Point 85.0 60.0 - °C

Vanadium 451 To Report mg/kg
6t ASTMDS863-002(2018) Nickel M19-2027 Composite 99 To Report markg Unsealed

Sodium 39 To Report mg/kg

7 1 ASTM D 4868- 17 Gross Heat Combustion 40.45 40 - MJ/kg
8 2 ASTM D 3279-12el n-Heptane Insolubles 14.2 To Report % mass
9 2 |P 470-2005 Calcium 9 To Report mg/kg
10 1 ASTM D 95-13(2018) Water by Destillation 2.30 To Report %(VIV)
11 1 ASTM D 482-13 Ash 0.106 To Report % mass

* Accredited Parameter / * Parameter Not Accredited/ > Reauired hv the customer not hv NOM 016

REMARKS:
The results of this report are valid only for the sample and trials analyzed and should not be used to make decisions about other samples.
All analysis were conducted at Camin Cargo Control Laboratory at Coatzacoalcos, Ver. México, by CCC personnel.

This report of analysis may not be reproduced in part without the written permission of Camin Cargo Control de México.

The sample was provided by the client to the Camin Cargo Control Laboratory at Coatzacoalcos.

INFORMACION TESTADA

ema s

ACREDITADO Q-0926-112/18

F1-LAB-18- Agosto, 2018. REV. 1
Revisado por: Coordinador de Laboratorio
Aprobado por: Director de Calidad

Fundamento Legal: Informacion confidencial de acuerdo al Articulo 113 fraccion | de la Ley Federal de
Transparencia y Acceso a la Informacién Publica y Trigésimo Octavo Fraccion | de los lineamientos generales en

materia de clasificacion y desclasificacion de la informacién, asi como para la elaboracién de versiones publicas.
Motivacion: Se testo firma y nombre de terceras personas por ser informacién de caracter confidencial.
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